
PV
C

 4
8 

fo
am

 c
or

es

Density kg/m3 ASTM D1622 kg/m³ nominal 48

Compressive strength ASTM D1621-10 MPa average min-ave
min-min

0,69
0,48
0,37

Compressive modulus ASTM D1621-10 MPa average min-ave
min-min

33
18
13

Tensile strength ASTM D1623 MPa average min-ave
min-min

0,95
0,66

-

Tensile modulus ASTM D1623 MPa average min-ave
min-min

87
57
49

Shear strength ASTM C273 MPa average min-ave
min-min

0,55
0,49
0,40

Shear modulus ASTM C273 MPa average min-ave
min-min

16
12
10

Shear elongation at break ASTM C273 % average 9

Standard block dimensions mm
1270
2730

80

PVC 48 foam cores
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ALUMINIUM AND THERMOPLASTIC HONEYCOMBS, LAMINATES, SANDWICH PANELS
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LIABILITY DISCLAIMER: The above data are to the best of our knowledge correct and are intended to give information about our products and their 
potential applications. No warranty is given or implied in respect of certain properties of the products or their suitability for a particular application. 
We reserve the right for technical changes without further notice. We guarantee impeccable product quality under our terms of sale.


